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a) 60 and 100 nm beads
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b) 100 and 200 nm beads
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Results
Riam. (nm) % Intensity  Width (nm)
Z-Average (d.nm): 104.1 Peak 1: 109.0 100.0 2534
Pdi: 0.020 Peak 2: 0.000 0.0 0.000
Intercept: 0.935 Peak 3: 0.000 0.0 0.000
Result quality : Good
Size Distribution by Intensity
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